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MECHANICAL PROPERTIES - MOISTURE CONDITIONED1

Test Condition Typical Value Method

Tensile Modulus (MPa) XY coupons, Ambient 1570 ASTM D638, Type I

Tensile Elongation at Break (%) XY coupons, Ambient 24.9 ASTM D638, Type I

Ultimate Tensile Strength (MPa) XY coupons, Ambient 29.7 ASTM D638, Type I

Flexural Modulus (MPa) XY coupons, Ambient 1110 ASTM D790

Flexural Strength (MPa) XY coupons, Ambient 40.6 ASTM D790

Flexural Strain (%) XY coupons, Ambient >5 ASTM D790

Izod Impact, Notched (J/m) XY coupons, Ambient 68.5 ASTM D256

Izod Impact, Un-notched (J/m) XY coupons, Ambient 822 ASTM D256
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